
4000 3350 2360 1700 1000 710 500 Pan

Differential % ≥ 0.50% 3.00% 12.50% 22.00% 32.00% 14.00% 11.00% 5.00%

Cumulative % < 99.50% 96.50% 84.00% 62.00% 30.00% 16.00% 5.00% 0.00%
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PTL PROJECT #    COMPANY NAME    MATERIAL NAME    SAMPLE ID

Sieve Size (µm)


